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» Fresh concrete and its properties

» Workability of concrete and factors affecting it

» Segregation, Bleeding

» Concrete batching, Stationary and ready mixed concrete,
Placing and compaction of fresh concrete, Vibration and
vibrator types

» Curing of concrete, Benefits of curing, methods of curing

» Hot weather concreting, Precautions to reduce the
problems due to hot weather
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Sblacial G, » Hardened concrete, concrete strength, types of concrete SianY) aial
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» Design of concrete mixes, the BS method REPTEOA|
» Design of concrete mixes, the BS method (Examples) LY cs alilbus g
» Modulus of elasticity, Types of modulus of elasticity LW lantig) g 43l Hal
» Shrinkage, Types of shrinkage, Creep
» Concrete admixture
B ) N.... 11

% 25 = &5 e plaiel s Jsl (56 plaial
% 5=C—1\_\A‘}}2\§Aﬁk'_1b&.e\

% 5 =e.-.‘,-.‘53}‘“—’u135¢a‘54n)~4“ J}'Aﬂ\

% 10 = (sl Ly ) Laall 5 5l

% 50 = s claid

w‘)dﬂ\j (:Lv_'ﬂ\ JJL»AA

A2

NEVILLE, A. M. 2005 “PROPERTIES OF CONCRETE (5TH EDITION)”
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Mehta, P. K. & Monteiro, P. ]. M. 2006. Concrete: Microstructure, properties

and materials, McGraw-Hill.
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American Concrete Institute (ACI)
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